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SUMMARY

Bare and Zn-14% Ni alloy coated specimens of Ferrium M54 steel were subjected to
electrochemical measurement, microstructure examination, mechanical testing in air, fatigue
testing in both air and aqueous 3.5% NaCl solution, SCC testing in an aqueous 3.5% NaCl
solution, and SEM fractograph examination. The results indicate that, compared to AerMet 100
steel, this steel possesses similar high strength and high toughness, much higher SCC resistance
in aqueous 3.5% NaCl solution, and similar fatigue strength in air and aqueous 3.5% NaCl
solution. The Zn-14% Ni alloy coating was found to provide some protection of the substrate
Ferrium M54 steel against SCC and corrosion fatigue in aqueous 3.5% NaCl solution.
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INTRODUCTION

High strength steels developed in the 1940°s and 1950’s, such as 4340* and 300M*, have been
utilized for many structural components. However, steels such as these have high strength but
low toughness have been found to be inadequate for highly stressed structural components. In the
early 1990’s, a Co-Ni alloy steel, AerMet 100*, was developed which had a good combination of
high strength and high toughness, and has been employed for fracture critical components, such
as aircraft landing gear. In 2002, a new steel, Ferrium M53, was developed. Compared to
AerMet 100 steel, the SCC resistance is greater (Kiscc = 35 ksiVin.), but the fracture toughness
(Kic = 70 ksiVin.) and the yield strength (228 ksi) are lower. In 2011, a modification of this steel
improved the properties further to have the properties similar to or better than those of AerMet
100 at a lower cost. This most recent steel is called M54* and its properties remain to be fully
characterized.

The aforementioned high strength steels have common undesirable characteristics. They are
intrinsically susceptible to corrosion in aggressive environments and to delayed fracture
attributed to hydrogen embrittlement and SCC. To prevent these types of degradation, many high
strength steel components are protected with sacrificial electroplated coatings. However, the
electroplating process itself can induce detrimental side effects, such as hydrogen embrittlement
and/or SCC.

Hydrogen embrittlement is a process in which atomic hydrogen, generated on the surface of the
steel due to cathodic reactions, diffuses into the atomic lattice, damaging the microstructure and
degrading the mechanical properties. Atomic hydrogen can be generated during electroplating
processes or when steel components are exposed to aqueous fluid in service. Therefore, the
possibility of hydrogen embrittlement is an important issue when high strength steels are
electroplated.

The process of SCC consists of cracking under the combined effect of a static tensile stress and
corrosion in the absence of large scale plastic deformation. This is associated with three possible
mechanisms: active path dissolution, film induced cracking and hydrogen embrittlement. The
latter mechanism is the most likely for high strength steels.

A study has been conducted to clarify the properties of M54 and the effect of electroplating on
the integrity of the steel substrate. The study results are compiled in this report.

*4340 steel, 300M steel, AerMet 100 steel, and Ferrium M54 steel are called simply as 4340,
300M, AerMet 100, and M54 in this report.
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EXPERIMENTAL PROCEDURE
MATERIAL

A forged square bar of M54, 4 x 4 x 24 in., was supplied by Latrobe Specialty Metals Co.,
Latrobe, PA. The typical chemical composition of the steel is shown in Table B-1, and the
microstructure in Figure A-1. The steel was heat-treated by Hercules Heat Treating Corp.,
Brooklyn, NY as follows: solution-treating at 1940° F (1060°C) for 60-90 min, oil quenching,
freezing at -100° F (-73°C) for 1-3 hr, air warming, tempering at 960°F (516°C) for 10 hr, and air
cooling.

Zn-Ni alloys are reported to produce the highest corrosion resistance of the electroplated Zn
alloys, the corrosion resistance on steel increasing with Ni content up to 15 to 18% (reference 1).
Beyond this range the alloy becomes more noble than steel and loses its sacrificial protection
property. Therefore, Zn-14% Ni alloy was selected as the coating material.

SPECIMENS

The square bar steel was machined to the following specimen configurations:

round tension test specimen of gage length 1 in. and diameter 0.25 in. in S-orientation for
tension test (ASTM EB8) and slow strain rate test (ASTM G129)

- hourglass specimen of minimum diameter 0.25 in. in S-orientation for stress-life fatigue
test (ASTM E466)

- compact tension specimens, 2 in. wide and 1 in. thick, in S-L and L-S orientations for
fracture toughness test (ASTM E399)

- compact tension specimens, 1 in. wide and 0.125 in. thick, in S-L & L-S orientations for
fatigue crack growth test (ASTM E647)

- square bar specimen of 0.4 x 0.4 x 2.8 in. in S-L orientation with a Charpy notch at the
mid-length for SCC test under four-point bending (ASTM F 1624)

- flat plate specimen of 4 x 4 x 1/8 in. for electrochemical polarization experiment

ELECTROCHEMICAL EXAMINATION

The electrochemical behavior of M54 was characterized by conducting a polarization experiment
in aqueous 3.5% NaCl solution of pH 7.3. For this experiment, a specimen was mounted in a flat
cell that exposed a circular 0.2 in? area to the solution. Before the start of the polarization
experiment, the specimen was allowed to freely corrode in the NaCl solution under open-circuit
condition until a steady-state potential was reached. For the polarization experiment, the
potential of the specimen with respect to the Saturated Calomel Electrode (SCE) was controlled
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with a S1 1287 Potentiostat/Galvanostat from 100 mV below the free corrosion potential, while
the current required to maintain the potential of the specimen was recorded. The corrosion
current was estimated through linear polarization resistance measurements using scans from 100
mV below to 100mV above at a scan rate of 0.167 mV/s.

ZINC-NICKEL ALLOY PLATING

The Zn-14% Ni alloy plating was performed, following the alkaline LHE (low hydrogen
embrittlement) Zn-Ni alloy plating process, DIPSOL 1Z-C17+ (reference 2). This process is
approved for U.S. Air Force Drawing 201027456 high strength steel applications, and meets
Boeing BAC5637 and AMS 2417 specifications for low strength steel and other substrates. It
also meets the requirements for a non-embrittling process per ASTM F519.

TESTS
TENSION TEST

A 20 kip (90 KN) capacity Interlaken closed-loop servo-hydraulic mechanical test machine was
utilized for the tension test. The test was conducted with the tension test specimen in air,
following the ASTM E 8 — 01, Standard Test Methods for Tension Testing of Metallic Materials.
The tensile loading rate was 0.003 in/min (0.076 mm/min).

STRESS-LIFE FATIGUE TEST

This test was also carried out in the 20 kip (90 KN) capacity Interlaken test machine, employing
hourglass specimens, under stress control in tension-tension cycling at stress ratio 0.1 and
frequency 10 Hz in air and aqueous 3.5% NaCl solution of pH 7.3. This test followed the ASTM
E 466 — 96, Standard Practice for Conducting Force Controlled Constant Amplitude Axial
Fatigue Tests of Metallic Materials.

FATIGUE CRACK GROWTH TEST

A horizontal closed-loop servo-hydraulic mechanical test machine of 10 kip (45 KN) capacity
was used for the Fatigue Crack Growth (FCG) test in air and aqueous 3.5% NaCl solution of pH
7.3. The fatigue crack growth test was performed under stress control in tension-tension cycling
of frequency 10 Hz with a sinusoidal waveform and stress ratios 0.1 and 0.7 at room
temperature. The fatigue loading procedure was K-decreasing or load shedding with K-gradient
parameter C = -1 in.* (-0.08 mm™) in the near threshold FCG regime and K-increasing in the
Paris and rapid unstable crack growth regimes. Using the compliance technique, the fatigue
crack length was continuously monitored with a laboratory computer system, interfaced with the
test machine. This test followed the ASTM E 647- 00, Standard Test Method for Measurement
of Fatigue Crack Growth Rates.
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STRESS CORROSION CRACKING TESTS

Two test methods, rising step load (RSL) and slow strain rate (SSR), were used to quantify the
degree of hydrogen embrittlement or stress corrosion cracking produced in bare and plated M54
specimens during exposure to aqueous 3.5% NaCl solution of pH 7.3.

RSL Test: Since the cantilever bend or double cantilever beam SCC test takes a long time,
an accelerated SCC test was conducted in a RSL 1000 SI-Multi-Mode Test System
(reference 3). This System included a bending frame, a tensile loading frame, an electrolyte
reservoir, a pump for electrolyte circulation, a SCE, a platinum counter-electrode, a PC and
a printer. The bare square bar specimens were precracked, whereas the plated ones were not.
Subsequently, the specimens were step-loaded until the load dropped in four-point bending
under constant displacement control, while held at a given potential in aqueous 3.5% NacCl
solution of pH 7.3. The load drop corresponds to the threshold stress intensity for stress
corrosion crack growth at a given cathodic potential.

SSR Test: The test was performed in a tensile loading frame at a strain rate, varying from
107 to 10™ s, The specimes were placed in an environmental chamber, which contained
enough aqueous 3.5% NaCl solution of pH 7.3 to completely immerse the gage section of
the specimen. During the test, the NaCl solution was continuously circulated between the
environmental chamber and the reservoir by a pump. The specimens were pulled in tension
to fracture, and the ultimate tensile strength (UTS) was recorded for comparison with the
non-embrittled UTS of the test conducted in air.

FRACTOGRAPHY

After the stress-life fatigue and stress corrosion cracking tests, the morphology of the respective
specimen fracture surfaces was examined with a JEOL JSM-6460LV scanning electron
microscope, operated at an accelerating voltage of 20 kV.

EXPERIMENTAL RESULTS
PART I: BARE M54

ELECTROCHEMICAL CHARACTERISTICS

The results of the polarization experiment and open circuit potential (OCP) determination are
shown in Figure A-2. The corrosion potential E or OCP and the corrosion current density icor Of
M54 were measured to be -0.55 volt and 10 pA/cm?, respectively.

MECHANICAL PROPERTIES

The mechanical properties determined for M54 are UTS 298 ksi, YS 247 ksi, hardness Rockwell
C 55, elongation 13%, Kic 104 ksiVin in L-S orientation and 95 ksiVin in S-L orientation, and
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Kiscc 85 ksivin in L-S orientation and 88 ksiVin in S-L orientation. These data are also shown in
Table B-2 with those of 4340, 300M, AerMet 100 and Hy-Tuf.

FATIGUE BEHAVIOR

STRESS-LIFE FATIGUE

The stress-life fatigue curves are shown for the tests in air and aqueous 3.5% NacCl solution in
Figure A-3. The fatigue strength was determined to be lower in the 3.5% NaCl solution than in
air.

FRACTOGRAPHS FOR FATIGUE FRACTURE IN AIR

Typical SEM fractographs are shown in Figure A-4. They show:

e The fatigue crack was initiated at one of several cavities, connected or closely located, on
the specimen surface. (a)

e In the vicinity of the crack initiation site, beach marks, secondary cracks along some
beach marks, and cracks along some facet-boundaries are visible. (a)

e In the slow crack growth area, about 0.05 in. (1.3 mm) from the crack initiation site, well
defined striations are seen in fatigue facets. Along some striations, secondary cracks can
be found. (b)

e In the overload fracture area, about 1.2 in. (30 mm) from the crack initiation site, mostly
equiaxed dimples of various sizes are noticeable. (c)

FRACTOGRAPHS FOR FATIGUE FRACTURE IN 3.5% NACL SOLUTION

Typical SEM fractographs are shown in Figure A-5. They show:

e The fatigue crack was initiated at a single site (a cavity) on the specimen surface. ()

e In the vicinity of the crack initiation site, beach marks, striations, secondary cracks along
some striations, and cracks along some facet-boundaries are noticeable. (a)

¢ Inthe slow crack growth area, striations and cracks along fatigue-facet boundaries are
seen. (b)

e Inthe overload fracture area, about 0.13 in. (3.35 mm) from the crack initiation site, a
mixture of scattered intergranular cracks and dimples is visible. (c)

FATIGUE CRACK GROWTH

Figures A-6 show the variation of fatigue crack growth rate da/dN with stress intensity range AK
at stress ratios R=0.1 and 0.7 in air and aqueous 3.5% NaCl solution for the bare M54 specimens
in S-L orientation. In air, the threshold stress intensity ranges AKy, for the fatigue crack growth at
stress ratios R = 0.1 and 0.7 are 2.84 and 2.54 ksivin, respectively. In agueous 3.5% NaCl
solution, the value of AKy, at R = 0.1 is 5.56 ksiVin. In both of the environments, the da/dN is
greater for R = 0.7 within the range of employed AK values.
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Figure A-7 shows the curves of da/dN vs AK in air and aqueous 3.5% NaCl solution for R = 0.1
and 0.7, indicating the environmental effect. The crack growth rate is lower in aqueous 3.5%
NaCl solution than in air, indicating crack growth retardatation induced by corrosion product in
aqueous 3.5% NaCl solution.

STRESS CORROSION CRACKING BEHAVIOR

RISING STEP LOAD TEST RESULT

The variation of threshold stress intensity for stress corrosion cracking, Kiscc, and the net stress
at failure, one, with applied cathodic potential, Vscg, is shown for the specimens of S-L
orientation in Figure A-8. The Kiscc and one initially increased steeply from the minimum value
at Vsce = -1.2 volt, peaked at Vsce = -0.6 volt, and then decreased with increasing Vsce. The
Kiscc value determined at -0.6 volt was 85 ksivin for the L-S orientation, whereas it was 88
ksiin for the S-L orientation. [As mentioned on page 4, the measured OCP is -0.55 volt.]

SLOW STRAIN RATE TEST RESULT

The variation of UTS with applied strain rate is shown for the tests in air and aqueous 3.5% NaCl
solution in Figure A-9. This figure indicates that the UTS was nearly constant with respect to the
changing strain rate in air, but smaller for the lower strain rate in the NaCl solution. At a strain
rate of 107 s, the UTS was reduced from 295 ksi in air to 215 ksi or 27% in the NaCl solution.
The reduction in UTS is a quantitative measure of the SCC/hydrogen embrittlement that
occurred in the NaCl solution.

PART II: COATED M54

COATING DEFECT

A Zn-14% Ni coated and baked specimen was cross-sectioned and examined for the presence of
coating defects using optical microscopy. The micrographs, shown in Figure A-10, exhibit
cavities, some along grain boundaries and some through-thickness, and intergranular cracking in
the coating, and partial separation of the coating from the substrate. The through-thickness
cavities and the partial separation of the coating leave the substrate exposed to the corrosive
environment.

FATIGUE BEHAVIOR

STRESS-LIFE FATIGUE

The stress-life fatigue curves for the tests in air and aqueous 3.5% NaCl solution are shown in
Figure A-11. The fatigue strength is lower in the NaCl solution than in air, especially at lower
applied stresses.
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FRACTOGRAPHS FOR FATIGUE FRACTURE IN AIR

Typical SEM fractographs are shown in Figure A-12. They show:

e In the vicinity of the crack initiation site, there is a short length where the coating is not
adhered to the substrate, leaving a gap. The fatigue crack initiation site is located along
the gap-boundary in the substrate (M54) side of the interface. Beach-marks are seen near
the crack initiation site. (a)

e The slow crack growth area displays striations, secondary cracks along some striations,
and cracks along some fatigue-facet boundaries. (b)

e Inthe overload fracture area, dimples of various sizes are visible. (c)

FRACTOGRAPHS FOR FATIGUE FRACTURE IN AQUEOUS 3.5% NaCl SOLUTION

Typical SEM fractographs are shown in Figure A-13. They show:

e In the vicinity of crack initiation site, separated grain facets are noticeable, scattered in
the substrate side of the substrate/coating interface. The crack initiation site is located at a
spot with separated grain facets. (a)

e The slow crack growth area displays striation-patches, secondary cracks along some
striations, and cracks along some fatigue-facet boundaries. (b)

e In the overload fracture area, a mixture of dimples and separated grain facets is
noticeable. (c)

STRESS CORROSION CRACKING BEHAVIOR

RISING STEP LOAD TEST RESULT

The variations of threshold stress intensity Kiscc and net failure stress one: With applied cathodic
potential Vsce are shown for the specimens of S-L orientation in Figure A-14. Both Kscc and
onet INCreased initially from the lowest values at Vsce = -1.2 volt, peaked at Vsce = -0.9 volt for
the coated specimen, and then decreased as the applied cathodic potential increased to -0.4 volt.
The Kscc values of the coated specimen at Vsce = -1.2, -0.9 and -0.4 volt are 40.7, 131.4 and
98.8 ksivin., respectively.

FRACTOGRAPHS OF COATED M54 SCC-TESTED IN AQUEOUS 3.5% NaCl SOLUTION
Typical SEM fractographs are shown for Vsce = -1.2 and -0.4 volt in Figure A-15. Intergranular
cracking appears more clear-cut and extensive at Vsce = -1.2 volt, shown in (a), than at Vsce = -
0.4 volt, shown in (b).

SLOW STRAIN RATE TEST RESULT

The variation of UTS with strain rate is shown for the coated specimens tested in air and 3.5%
NaCl solution in Figure A-16. This figure indicates that the UTS is nearly constant with respect
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to the strain rate in air, but it is smaller with lower strain rate in the NaCl solution. At the strain
rate of 107 s%, the UTS is reduced from 296 ksi in air to 268 ksi or 9% in the NaCl solution.

DISCUSSION
PART I: BARE M54

FACTORS AFFECTING SCC SUSCEPTIBILITY

Yield strength and some alloying elements of a steel are known to affect its SCC susceptibility.

Yield strength: Shih and Clark (reference 4) showed that the SCC susceptibility of 4340 steel
increases with an increase in yield strength level in sea water, distilled water and humid air.

C: Below 0.40%, Kscc increases with decreasing C concentration in 3.5% solution (reference 5).
P: The sulfide stress-corrosion cracking threshold stress is lower for a greater P concentration
(reference 6).

Mn: Kscc decreases with increasing Mn concentration in 3.5% NaCl solution (reference 5).

V: V increases strength, hardness, creep-resistance and impact resistance due to formation of
hard vanadium carbides and limits grain size (reference 7). Spencer and Duquette (reference 8)
found that vanadium carbide (V4C3) in 4340 significantly decreases the hydrogen
embrittlement/SCC susceptibility, because vanadium carbide traps ties up diffusible hydrogen.
W: W increases hardness, particularly at elevated temperatures, due to its stable carbide formed,
and refines grain size (reference 7). It is not sure whether the tungsten carbide also traps
hydrogen and reduces hydrogen embrittlement/SCC susceptibility, as vanadium carbide does.

On the other hand, some investigators reported that only Cr among the elements Ni, Cr, Mo, V,
Mn Al, and N in HY-150 type steels has a greater effect on K;scc than on K¢ (reference 9-11).

The chemical composition of M54 is compared to those of some other high strength steels in
Table B-1. M54 contains greater amount of Cr, Ni and Mo than are present in 4340 and 300M,
but not as much as are present in AerMet 100. There is also less Co in M54 than in AerMet 100.
On the other hand, M54 contains 0.10 % V and 1.30% W, elements that are not present in 4340,
300M and AerMet 100. The C concentration of M54 is slightly greater than that of AerMet 100,
whereas it is less than those of 4340 and 300M. M54 and AerMet 100 contain little or no P,
whereas 4340 and 300M contain some amount of P. M54 contains no Mn, whereas 4340, 300M
and AerMet 100 contain some amount of Mn. This comparison of chemical compositions seems
to indicate that the very high SCC resistance of M54 may be attributed to the extra alloying
elements, VV and W.

COMPARATIVE ELECTROCHEMICAL CHARACTERISTICS

Figure A-2 shows polarization curves for M54 in comparison with AerMet 100, 4340 and 300M.
The corrosion potential or open circuit potential of M54 is less than that of AerMet 100, but it is
greater than those of 4340 and 300M. In other words, M54 is more active (or more susceptible to
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corrosion) than AerMet 100, and both 4340 and 300M are more active than M54. Apparently, the
difference in activity is associated with the relative concentration of Cr, Ni and Co in these four
steels, Table B-1.

MECHANICAL PROPERTIES

The mechanical properties of M54 are similar to those of AerMet 100, as shown in Table B-2.

FATIGUE BEHAVIOR

The fatigue strength of M54 is lower in aqueous 3.5% NaCl solution than in air, Figure A-3. This
demonstrates the susceptibility of this steel to corrosion fatigue in the NaCl solution. The fatigue
strength of M54 is compared to those of AerMet 100 (reference 12), 300M (reference 13), and
4340 (reference 12) in Figures A-17(b) and (c). In air and agqueous 3.5% NaCl solution, the
fatigue strength of M54 steel in S-L orientation is close to those of the three steels in L-T
orientation.

The fatigue crack growth rates of M54 in air and 3.5% NaCl are compared with those of AerMet
100, 300M, and 4340 (reference 12) in Figure A-18. In air, the threshold stress intensity range
for fatigue crack growth AKy, of M54 is lower than those for AerMet 100 and 300M but close to
that for 4340, Figure A-18(a). This indicates that M54 is more susceptible to threshold fatigue
crack growth than AerMet 100 and 300M in air. However, the da/dN of M54 is similar to those
of the other three steels in the greater AK region. On the other hand, in aqueous 3.5% NaCl
solution, the AKy, of M54 is much greater than those of the other three steels, Figure A-18(b).
This indicates that M54 has greater resistance to threshold fatigue crack growth than the other
three steels in aqueous 3.5% NaCl solution. The greater value of AKy, for M54 in comparison
with the three other steels in aqueous 3.5% NaCl solution may be associated with the extra
alloying elements in M54, VV and W.

SCC RESISTANCE DETERMINED BY SLOW STRAIN RATE METHOD

The nearly constant UTS in the range of strain rate from 1x10™ to 1x107 s™ in air, noticeable in
the plot of UTS vs. strain rate (Figure A-9), evidences no detectable SCC/hydrogen
embrittlement occurring in M54 under slow straining in air.

The UTS reduction from 295 ksi in air to 215 ksi in aqueous 3.5% NaCl solution at strain rate
1x107 s, Figure A-9, is attributable to the SCC/hydrogen embrittlement induced by slow
straining in the corrosive environment (references 14, 15, and 16).

To assess the extent of SCC/hydrogen embrittlement, a susceptibility index lsyess i defined as
follows (references 17 and 18).

L =1-(S

stress

/S,)=ASIS, (1)

NaCl air
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where S, and S are the UTS values measured in aqueous 3.5% NaCl solution and air,
respectively, for a given applied strain rate, and AS = S,ir — Snagl-

For the strain rate of 107 s™ applied, the Isyess of M54 was calculated to be 0.27. Generally, lsyess
values greater than 0.60 are taken to indicate severe SCC/hydrogen embrittlement (reference 17).

On the change of SCC/hydrogen embrittlement susceptibility with strain rate, it has been
suggested that at high strain rate, the corrosion process cannot keep up with the strain process,
and the influence of corrosion is negligible (reference 19). With decreasing strain rate, the latter
influence becomes more significant. The attack by the corrosive environment reaches a
maximum at a strain rate where the repassivation or oxide film formation can overtake the
activation caused by the straining. The formation of oxide film on a metal surface reduces the
reactivity of the underlying metal, and its rupture must occur before a crack can be initiated.
According to the film-rupture theory, rupture takes place during straining by slip-steps emerging
at the surface, and localized corrosion and/or anodic dissolution then occurs at the small area of
freshly exposed metal to initiate a crack (reference 20). On further decrease of the strain rate,
active sites are repassivated or filmed with oxide before a corrosion attack can take place. This
results in a reduction of SCC/hydrogen embrittlement susceptibility.

PART Il: COATED M54

FATIGUE BEHAVIOR

The fatigue strength of a coated specimen is lower in aqueous 3.5% NaCl solution than in air,
Figure A-19(a). This demonstrates that the coated steel is also susceptible to corrosion fatigue in
the NaCl solution. The fatigue strengths of the bare and Zn-14% Ni coated specimens are
compared in air and aqueous 3.5% NaCl solution in Figures A-19(b) and (c).

In air, the fatigue strength of the coated specimen is lower than that of the bare one, Figure A-
19(b). This behavior has also been reported for other steels. The fatigue strength of Cd-coated
Hy-Tuf was lower than that of the bare steel in air (reference 21). Similarly, the lower fatigue
strength in air was observed for the 4340, which was subjected to the following three coating
systems (reference 22). Those systems were:

No. 1: Electroplated cadmium, hydrogen embrittlement relief treatment and chromate passivation
No. 2: No. 1 coating system and chromated epoxy primer
No. 3: No. 2 coating system and gloss white polyurethane topcoat

The reduction of fatigue strength in coated samples in air was attributed to hydrogen
embrittlement, induced during the Cd-electroplating process (reference 22). The inferior fatigue
strength of the coated M54 in air may also be caused by possible hydrogen embrittlement,
induced during the process of Zn-14% Ni alloy electroplating.

In 3.5% NaCl solution, the fatigue strength of M54 is greater when coated than when bare,
Figure A-19(c). The greater fatigue strength of the coated steel in aqueous 3.5% NaCl solution

10
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must be attributed to the protective action of the Zn-14% Ni alloy coating against corrosion
fatigue cracking.

SCC/HYDROGEN EMBRITTLEMENT

The coating porosity, similar to that observed in this study (Figure A-10), was also observed by
Figueroa and Robinson (reference 16) in the coatings of Cd, Zn-14% Ni and SermeTel 1140/962.
The observed cavities, especially those through-thickness, are attributable to hydrogen bubble
formation during electroplating (reference 16). The exposed areas of the substrate would be
preferential sites for hydrogen uptake.

The results of rising step load tests for bare and coated M54 are compared in Figure A-20, which
shows the variations of threshold stress intensity vs. applied cathodic potential for bare & coated
M54 specimens. The K;scc and net stress values are greater for coated specimen than for bare
one at a given cathodic potential. The following are considered to be potential explanation: (1)
The coated specimens were not precracked , whereas the bare ones were precracked. As the
result, the stress concentration factor K; was mnch greater for the bare specimens. (2) The
substrate of the coated specimen can be protected (or insulated) from the corrosive environment
during RSL test in aqueous 3.5% NaCl solution.

The coated steel can also be embrittled by the hydrogen, generated during corrosion of the
sacrificial coating in a corrosive environment. In such a case, the hydrogen diffuses into the
substrate and reaches a sufficient concentration for a crack to initiate. The extent of
embrittlement depends on several factors: the electrochemical potential of the coating and the
resulting couple potential with the steel (reference 17); the presence of through-the-thickness
flaws in the coating, which leave areas of steel exposed (reference 23); hydrogen transport and
trapping within the steel (reference 23); the susceptibility of the microstructure to crack initiation
and propagation (reference 24).

In this study, no reduction in UTS was detectable during the slow strain rate loading of coated
specimens in air, Figure A-16(b). This is evidences that there was no residual hydrogen
embrittlement/SCC of the coated specimen.

On the other hand, the UTS reduction in 3.5% NaCl solution was 9% under slow strain rate
loading for the coated specimen, Figure A-16(b), whereas that for the bare one was 27%, Figure
A-16(a). The embrittlement indexes lsyess calculated from the UTS reduction are 0.094 for the
coated specimen and 0.27 for the bare one at a strain rate of 107 s™. The smaller embrittlement
index of the coated specimen indicates the extent of the protection of the substrate against
SCC/hydrogen embrittlement by the Zn-14% Ni alloy coating in the corrosive environment.

Figure A-21 shows the variation of K;scc with Vsce found for M54 (Figure A-8) and the high
strength steels, AerMet 100 (reference 6), 300M (reference 25) and 4340 (reference 26). From
this figure, it is clear that the Kiscc of M54 is greater than those of the others’ in the region of the
Vsce greater than -1 volt. In particular, the peak Kscc value of M54 is about four times greater
than those of the other three steels. In other words, the SCC resistance of M54, measured by the

11
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rising step load method, is far greater than those of the other high strength steels. A greater SCC
resistance implies a greater resistance to a sustained or slow tension and intergranular cracking in
a corrosive environment. The enhanced resistance may be attributable to the presence of the
extra alloying elements, V and W, in M54. This remains to be studied further and clarified.

The Kscc value of M54 at Vsce = -0.6 volt determined in this study, 88 ksivin., is less than that
determined by Sebastian of QuesTek Innovations LLC , 106 ksivin. (reference 27).

FRACTOGRAPHIC FEATURES FOR BARE & COATED SPECIMENS

For the both bare and coated M54 specimens, the difference in fractographic features is the
absence of intergranularly separated grain facets for the fatigue test in air and their presence for
samples tested in 3.5% NaCl solution, Figures A-4, A-5, A-12, and A-13. The presence of the
separated grain facets implies the occurrence of intergranular cracking/stress corrosion cracking
during corrosion fatigue crack growth. Therefore, the mechanism of fatigue crack growth is
striation formation in air and a combination of striation formation and intergranular cracking in
3.5% NaCl solution. A similar fractographic feature (a mixture of fatigue striations and
intergranular cracking) was also reported for a 7075-T651 aluminum alloy, which was subjected
to biaxial fatigue loading in 3.5% NaCl solution (reference 27).

12
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CONCLUSIONS

e The open circuit potential of M54 is -0.55 volt, which is less than that of AerMet 100 but
greater than those of 4340 and 300M in aqueous 3.5% NaCl solution of pH 7.3.

e The threshold stress intensity for stress corrosion cracking K,scc of M54 is far greater (by
about four times) than those of 4340, 300M, and AerMet 100 in aqueous 3.5% NaCl
solution. However, M54 is still susceptible to corrosion fatigue as 4340 and AerMet 100 are
in aqueous 3.5% NaCl solution.

e The greater AKy, value and SCC resistance of M54 in aqueous 3.5% NaCl solution may be
associated with its extra alloying elements, V and W, which are not present in AerMet 100,
300M and 4340.

e 7Zn-14% Ni alloy coating can provide M54 a certain degree of protection from stress
corrosion cracking and corrosion fatigue in aqueous 3.5% NaCl solution.

e The mechanism of fatigue crack growth is striation formation in air and a combination of

striation formation and intergranualar cracking in aqueous 3.5% NaCl solution for both of
the bare and Zn-14% alloy coated M54.

13
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RECOMMENDATIONS
Further investigate the following:
e The stress corrosion cracking behavior of M54 steel to establish the mechanism of high

SCC resistance
e The corrosion fatigue resistance of M54 in order to enhance it.
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Fipure A-1: Microstructure of Ferrinm M54 Steel
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Figure A-1: Polarization and Open Circutt Potential Curves for M54,
AerMet 100, 3000 and 4340 Steels
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Fipure A-4: SEM Fractographs of Bare Ferrium M54 Steel Fatipue-Tested in Air
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Fipure A-3: SEMFractographs of Bare Ferrmm M54 Steel Fatipue-Tested
in 3.3% NaCl Solution
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Figure A-10: Cross-Section of Coated & Baked Specimen
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Fipure A-12: SEM Fractopraphs of Coated Ferrmum M54 Steel Fatigne-Tested mn Air
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Figure A-13: SEM Fractographs of Coated Ferrmim D34 Steel Fatigue-Tested in 3.3%
NaCl Selution
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Fipure A-14: Vanation of Kz & Net Stress at Failure with Vepp for
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Figure A-13: SEM Fractographs of Coated Ferrium M54 Steel RSL-5CC-Tested at Vace
=-1.2 & -0.4 volt in 3.3% NaCl Solution

32 APPENDIX A



NAWCADPAX/TIM-2014/292

B ERT off ME (Eairs) B ERT off MES (50148 Tuosited)
=
- W ¥ 3 ¥ Fa - ¥ ¥ ¥
2 3 -~
: L -
b= ==
L L)
L
- [ LT = gha
1]
- T o ] e e R~ i m-l ml 2 ] ml2
s [yt [ Seocead) s [hew e Saoced)
=} (2}
B ERT of Emrs B Coaded MEL
T ML)
E. A I‘ .- .
=
e | |
-
= G
=Y
[ - %]
*
tE- 1 50T | 50 |5 B0 i
Eirain Fags (per Eaooird)
[=}

Figure A-16: Varation of UTS with Strain Rate for Bare & Coated M54 Steel in A

& 3.3% NaCl Selution

33

APPENDIX A



NAWCADPAX/TIM-2014/292

B (MEL) £ (MEL E Oafvar Eisads)
&)
X Fi
LT
- & | | ] +
- = L wha W ¥
m D LS LB = w —
E.x . + L . ;.; S
|
i = .
- L
7 - = L
[~ ] ] LT _'=_.. . e et anT
{2} &)
£-H ML E AariieD
B (1 E% Mall Eodulion)
e wlilelaml. [
L CESt Py
B o= = FETTLAN
. r
I s
i -1
¥ ~ =
g s *
L
&l =I- % =I-:.'- =I- " &7
Mumbar of Cpcia M

Fipure A-17: Stress-Life Fatipue Curves for Bare Ferrium M54 & Other Steels

34 APPENDIX A



NAWCADPAX/TIM-2014/292

- R

i R
0f Sraala Al Fwli

(4 Graade, 5Z% RWall Rl

1 - B
{ B '/_ g
o '
¥ # -
- Tmel a tm-l —
: o :
I_: T ]2 ) E T | f ¥ AL L5
- : W i T = i il LT
B sk LT H e ¥ srar LT H
¥ m 4500 LT 458 LT
=l - i
o e ] E fmal 3 5 3 B B i
Dalry K il aring Dot I el i i
(=) B

Figure A-13: Companszon of FCG Rates of Bare Fernum M54 & Other Steels
mn Air & 3.3% NaCl Solution

35 APPENDIX A



NAWCADPAX/TIM-2014/292

E-N (M54: Zn-14M1 Coated)
[&dr & 3.5% NaCl)
Py =
E.“r + - .
+*
-;'\- ‘
: —
-ii - =
= —_—
(Eald i E it I ain BT i
Murnbar of Cpcia M
(2)
M (MEL: Earne B In-1 480 Sosied) M (MEL: Earne B In-1 480 Coasied)
m Adr) e (2.E6% MaC)
o = -k + " £ whas |
= am ¥ - Bom = mocamd |
T . .
g™ ~— I ‘ !
T um - ia * l.
- Eand g 4 ]
L S TRRE R =
2 _ —
L LIz Lizure Ly LisuIr Lizum { it § B | B it o ank BT { i
Rurmitear of Cpoke, M Huormizer of Upza M
(&) (<)

Fipure A-19: Stress-Life Fatigue Curves for Coated Ferrum M54 Steel in
Adar & 3.5% NaCl Seclution

36

APPENDIX A



NAWCADPAX/TIM-2014/292

Fipure A-20: Vanation of Ko & Net Stress at Fatlure with Vi for
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APPENDIX B

TABLES

Table B-1: Chemical Compositions of Ferrium M54 and Other Steels

Chemical Composition of High Strength Steels

Composition (wt %)

Element 4340 300M AerMet M54 Hy-Tuf
C 0.38-0.43 | 0.38-0.43 0.23 0.30 0.25
Mn 0.60-0.90 | 0.60- 0.90 0.03 - 1.35
Si 0.15-0.35| 1.45-1.80 0.03 - 1.50
P 0.015 max | 0.010 max 0.00 - -
Si 0.015 max | 0.010 max 0.00 - -
Cr 0.70-0.90 | 0.70- 0.95 3.03 1.00 0.30
Ni 1.65-2.00 | 1.65-2.00 11.09 10.00 1.80
Mo 0.20-0.30 | 0.30-0.50 1.18 2.00 0.40
Cu 0.35max | 0.35max - - 0.01
Co - - 13.44 7.00 -
\) - - - 0.10 0.29
w - - - 1.30 -
Fe balance balance balance balance balance

Table B-2: Mechanical Properties of Ferrium M54 and Other Steels

Mechanical Properties of High Strength Steels

Property 4340 300M | AerMet M54 Hy-Tuf
UTS (ksi) 282 290 294 298 235
YS (ksi) 242 245 248 247 187
Hardness (HRC) 51 54 53 55 47
Elongation (%) 10 9 14 13 13
Kc (ksiVin) 48 55 115 LS 104, SL 95 109
Kisce (ksivin)** | 13 16 23 LS 85, SL 88 27
**in 3.5% NaCl
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